
Material Transmission on Empty Cell Deviation in Matching

Optical Glass approx. 82% at 350nm max 0.5% at 350nm

UV Quartz Glass approx. 80% at 220nm max 0.5% at 350nm

ES Quartz Glass approx. 80% at 200nm max 0.5% at 200nm

IR Quartz Glass approx 88% at 2730nm max 0.5% at 2740nm


